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PRODUCT BULLETIN GYPSUM .SOARD BULLETIN· NO: 8-6 
GYPSUM PROe.UCB 5/R" NlJil-A-FIRF (UL) DATE: 2/15/73 

AP;~oVALS: ~ ~ 
TYPE X PAGE: 1 oF 3 

CANCELS: B-6 

~~j?f . J A(.., ~ ASTM C 36 DATE: 6/1/70 

v " y 

PRODUCING PLANTS- long Beach, Antioch, Seattle, Jgcksonville, and Delcmco 

Boord Stucco (S-1) 1525- 1800 

Paper Fiber (8-G-1) 10- 15 

Vermiculite Ore (RM~828) 22-25 

Glass Fiber (B-G-1) 3.8-4.2 

Stgrch (RM-8-11} 9.0- 12.5 

Dextrase (RM-B-3) 0-3 

Core FO(Iming Aijenl (B-G·l) 0.2-1.4 

Lignin (B-G-1) 2.5-5.0 

End Trim (B-G-1) 20-40 

Potassium Sulfat<t (B-G-1) 0 • I 

Retarder (B-G-1) 0-0.5 

Hydrated Lime (RM-P-3) 1 - 1.2 

NOTE: Formula shall conform to UL Code No, 3543, Section 1. 

Paper Liners Manila e1nd Greybock Paper 

OPERATING SPECIFIC:ATIONS -Refer to Product Bulletin 8-G-2 for General Specifice~tlons 

Slurry Slump 

Slurry Setting Time (minutes) 

Wet Slurry Weight (lbs/eu. ft. 

Wet Compressive• Strength (psi) 

5-1/2-9 

2-4-3/4 

68-78 

235-400 

Moisture conten-t at the toke-..,ff shall be maintained at 10% to 25%; average, 14% • 

NOTE: Full wichh slurry spreader bar should be mounted Ia vibrotlng section of the 
machine table and adjusted to completely spread and level slurry across full 
width of sheet. . 
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TYPE X 
APPROVALS: 

ASTM C 36 

UAit: 

PAGE: 

CANCELS: 
DATE: 

4 1 ~1'" 
2 of 3 · 

B-6 
6/1/70 

PRODUCT SPECIFICATIONS (Refer to Product Bulletin B-G-4 for General Specifications) 

Long Beach 
Antioch & Jacksanv!lle 
Seattle & Delanca 

Wet Weight (lbs/MSF} 3050-3300 3200-3500 

Dry Weight (lbs/MSF) 2090- 2230 2150- 2350 
(UL minimum - :!080) Average • 2125 Average - 2225 

Evaporation Loss -(lbs/MS F) 900- 1050 1050 - 1200 

Thickness - Aver11ge (inch) 0.600 ;,.. 0.625 0,600 - 0.625 
{UL minimum - ().S95) Average - 0.610 Average - 0.610 

Thickness • Individual 
Reading -(Inch) ~ 0.010 from average + 0.010 from average -

Profile • Movablu Partition Variations in surface of back plane shall not be 
Board - KW-500', KW-700 greater than 0.005" within a 6" span measured · . )!ron 'he width • 

. ~t'b.'t'-'• t ll.'' ~ • ....;M,...,.. ~·...,II)'L.._ .. J~ • .,~ 
~""'"'rfft. c..oJt.n.biL. VA.....A.I•\·~ ~W'\MII "'--''M 

Edges- Movable PartiUon Boa Bevel edge; Tapered edge on special order 

10 minimum • 14 average- 18 maximum Edge Hardness at take"'ff (lbs) 

End Peel after sawin9 (inch) 1/B maximum 

Flexural Strength (minimum) 
Acrosa groin (lbo,) 
Prnallel (lbs) (UL minimum - 62) 

Deflection at Brelk (minimum) 
Across 9raln (ino:h) 
Parallel (inch) 

Punch Test (lbs) 

Modulus of Rupture 
• 

All Plants 

ISO 
62 

0.25 
0,15 

600- 1000 

• 260 maximum 

. 
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GYPSUM PRODUCTS 

APPROVALS: 

5/8" NULL·A-FIRE (UL) 
TYPE X 

Product Spec i fl cat ion -·.Contd, 

Twist Test, maxi mum split 
Face (Inch) 
Back (inch) 

Hammer Loss TeHt (declgroms) · 
lndividuol Test (maximum) 

Bond at High HL•midity (moximum peel) 
Foce (inch) 
Bock (inch) 

PRODUCT IDENTIFICATION 

Gypsumboord 

Print on one tap.ar areo on face of board: 

5/B" NliLL·A-FIRE TYPE X 

3/4 
3/4 

5.0 

1/2 
1/2 . 

- - - . 

DATE: 
PAGE: 

CANCELS: 
DATE: 

2/15/73 
3 of 3 

8-6 
3/9/72 

-

Movable Partition Board t">l\ ~,..,..L_ \!~• ..,+. '"'"'\ C.L,.tl 
· ~.\....,. \,, .... ....., ~'\'I. w,-t\... \..·~'11~'""~ rd 
KW-500 No identification requ1red 

.b 1.. r..t l Lro ;+ .f." 
lv.;+ !J/·1' (.lt,_. 

KW-700 

KW-502 

KW-702 

l>la identification required 

l'rlnt on back of board: KW-502- I HOUR - ../. 

l'rint an back of board: KW-702 - 1 HOUR - 4 

(Bulletin 8-33) 

-NOTE;···· · Print on back ofKW-502 and KW-:-70.2-boord far use il'l 
!;an Froncisco·;;; AETL INSPECHD .. ·---...__} 

IJ C:.'t..t\...... s~c,~..__Jv:> ~t.\'~ ..... 1 ....... l':>~~liu .. 

--r; ~..-- ' ~ 'i..r-- ""'~,_ .. A .., + . (I t.-L.. f9---'·1 . 
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